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Applicant ALENT ALPHA METALS (SHENZHEN) CO.,LTD

Address TANGXIAYONG VILLAGE SONGGANG TOWN BAOAN DISTRICT SHENZHEN CITY

The following sample(s) and sample information was/were submitted and identified by/on the behalf 

of the client

Sample Name SAC305 Telecore HF-850 Solder Wire

706091014219Item No.

Testing Period

Test Requested

Oct. 31, 2017 to Nov. 3, 2017

Sample Received Date Oct. 31, 2017

As specified by client, to test Chlorine (Cl), Bromine (Br) in the submitted 

sample(s).

Test Method   Please refer to the following page(s).

Please refer to the following page(s).Test Result(s)   

Nov. 3, 2017

No. R319111644
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Test Method

Test Item(s) Test Method
Measured

Equipment(s)

Chlorine (Cl) Refer to EN 14582:2016 IC

Bromine (Br) Refer to EN 14582:2016 IC

Test Result(s)

Tested Item(s) Result MDL

Chlorine(Cl) N.D. 10 mg/kg

Bromine(Br) N.D. 10 mg/kg

Tested Sample/Part Description Silvery metal wire

Remark: -MDL = Method Detection Limit

-N.D. = Not Detected (<MDL )

-mg/kg = ppm = parts per million
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Test Process
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Photo(s) of the sample(s)

*** End  of  report ***

The test report is effective only with both signature and specialized stamp. The result(s) shown in this report 

refer only to the sample(s) tested. Without written approval of CTI, this report can’t be reproduced except in 

full.
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